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TAIZHOU XIQI PLASTIC CO.,LTD .

NO.29 MAOFENG STREET,XINQIAN INDUSTRY ZONE,HUANGYAN,TAIZHOU,ZHEJIANG,CHINA

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : EASTMAN TRITAN(TM) 

COPOLYESTER TX1001 .

SGS Job No. : SHHG1405014527CW - SH .

Buyer :. DJ INTERNATIONAL TRADING(SHANGHAI)CO.,LTD EASCHEM CO.,LTD .

Item No. :. TP14000368.

PO No. :. HP14-015.

Manufacturer : . TAIZHOU XIQI PLASTIC CO.,LTD .

Supplier :. EASTMAN CHEMICAL COMPANY .

Country of Origin : . USA.

Country of Destination : . SPAIN,IRISH.

Style No. :. EASTMAN TRITAN(TM) COPOLYESTER TX1001 .

Reference No. : . HP14-015.

Date of Sample Received : . 13 May 2014.

Testing Period : . 13 May 2014 - 19 May 2014 .

Test Requested : . Selected test(s) as requested by client. .

Test Method : . Please refer to next page(s). .

Test Results : . Please refer to next page(s). .

Result Summary : .

Test Requested. Conclusion.

Bisphenol-A. PASS.

Signed for and on behalf of 

SGS-CSTC Ltd. .

. .
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This document cannot be used for publicity, without 

prior written approval of the SGS.

Approved Signatory .

Serena Wang.



Test Report. No. SHAHG1408400401  Date: 19 May 2014 . Page 2 of 3.

Test Results : .

Test Part Description : .

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. SHA14-084004.001 Plastic.Transparent plastic grain .

Bisphenol-A.

Test Requested : . In accordance with Commission Implementing Regulation (EU) 321/2011 amending Regulation 

(EU) 10/2011 of 14 January 2011 and French Act 2012-1442 of 24 Dec 2012, to determine 

bisphenol A..

Test Method : . With reference to Part II Section D2 of Japan External Trade Organization, 2009, analysis was 

performed by LC-MS. .

MDLTest Item(s). Limit. Unit.

★. mg/kg.

001.

1 ND

PASS

Bisphenol-A.

Conclusion.

Notes :.

★=prohibited.
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Sample photo: .

SHAHG1408400401

SHA14-084004.001 .

SGS authenticate the photo on original report only .

*** End of Report *** .
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